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TEST REPORT
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DATE: 2006/5/30
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THE FOLLOWING MERCHANDISE WAS(WERE) SUBMITTED ON BEHALF OF THE CLIENT AND IDENTIFIED AS :

PRODUCT DESCRIPTION : SUNGLASSES.

: (AS ATTACHED SAMPLE PHOTO).
COLOR : BLUE.
STYLE/NTEM NO. : SPK-050/ABC.
MATERIAL COMPONENT : PC.
TEST PART : BLUE PLASTIC FRAME.
BUYER : SLP ENTERPRISES LLC.
TESTING DATE : 2006/05/24 TO 2006/05/30.
SAMPLE RECEIVED : 2006/05/24.

WE HAVE TESTED THE SAMPLE(S) SUBMITTED AS REQUESTED AND THE FOLLOWING RESULTS WERE

OBTAINED.

TEST ITEM(S) UNIT METHOD MDL SPEC. RESULT | CONCL.
HEAVY METAL (EN-71 PART 3) - — — — —_ -
CHROMIUM ppm EN71 PART 3 1 <60.0 n.d. PASS
MERCURY ppm EN71 PART 3 2 <60.0 n.d. PASS
BARIUM ppm EN71 PART 3 1 <1000 n.d. PASS
SELENIUM ppm EN71 PART 3 2 <500 n.d. PASS
ANTIMONY ppm EN71 PART 3 2 <60.0 nd. PASS
CADMIUM ppm EN71 PART 3 1 <75.0 n.d. PASS
ARSENIC ppm EN71 PART 3 1 <25.0 n.d. PASS
LEAD ppm EN71 PART 3 1 <90.0 n.d. PASS

NOTE 1 : n.d. = not detected.

NOTE 2 : MDL = METHOD DETECTION LIMIT.
NOTE 3 : ANY UNAUTHORIZED ALTERATION, FORGERY OR FALSIFICATION OF THE CONTENT OR
APPEARANCE OF THIS REPORT IS UNLAWFUL AND OFFENDERS MAY BE PROSECUTED TO

THE FULLEST EXTENT OF THE LAW.
© ?%f%:—
\\ /" ic Supervisor

Signed for and on behalf of
SGS Taiwan Limited
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Chemical Laboratory - Kao.,SGS Taiwan Lid.
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REPORT NO.KE/2006/52046
DATE: 2006/5/30
PAGE: 1OF 1

THE FOLLOWING MERCHANDISE WAS(WERE) SUBMITTED ON BEHALF OF THE CLIENT AND IDENTIFIED AS :

PRODUCT DESCRIPTION

: SUNGLASSES.

: (AS ATTACHED SAMPLE PHOTO).

COLOR

STYLE/ITEM NO.
MATERIAL COMPONENT
TEST PART

BUYER

TESTING DATE

SAMPLE RECEIVED

: BLACK.
: SPK-039/RC.
: PC.
: BLACK PLASTIC FRAME.

: SLP ENTERPRISES LLC.

: 2006/05/24 TO 2006/05/30.
1 2006/05/24.

~

WE HAVE TESTED THE SAMPLE(S) SUBMITTED-AS REQUESTED AND THE FOLLOWING RESULTS WERE

OBTAINED.
TEST ITEM(S) UNIT METHOD MDL SPEC. | RESULT | CONCL.
HEAVY METAL (EN-71 PART 3) — — — — — —
CHROMIUM ppm EN71 PART 3 1 <60.0 nd. PASS
MERCURY ppm EN71 PART 3 2 <60.0 n.d. PASS
BARIUM ppm EN71 PART 3 1 <1000 nd. PASS
SELENIUM ppm EN71 PART 3 2 <500 nd. PASS
ANTIMONY ppm EN71 PART 3 2 <60.0 n.d. PASS
CADMIUM ppm EN71 PART 3 1 <75.0 n.d. PASS
ARSENIC ppm EN71 PART 3 1 <25.0 n.d. PASS
LEAD ppm EN71 PART 3 1 <90.0 n.d. PASS

This Test Report is issued
and Jurlsdictional issuas defined therein.

NOTE 1 : n.d. = not detected.
NOTE 2 : MDL = METHOD DETECTION

LIMIT.

NOTE 3 : ANY UNAUTHORIZED ALTERATION, FORGERY OR FALSIFICATION OF THE CONTENT OR

APPEARANCE OF THIS REPORT IS UNLAWFUL AND OFFENDERS MAY BE PROSECUTED TO

THE FULLEST EXTENT OF THE LAW.

<END>

the Company subject to its General Conditions of Service printed overieal. Attention is drawn to the Iirnnauans ol habilrty mdemmﬁmg:n

e results showr in this test report refer only to the sample(s) tested unless otherwise stated. Thi:

Test Report cannot
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Signed for and on behalf of
SGS Taiwan Limited
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THE FOLLOWING MERCHANDISE WAS(WERE) SUBMITTED ON BEHALF OF THE CLIENT AND IDENTIFIED AS :

PRODUCT DESCRIPTION : SUNGLASSES.

: (AS ATTACHED SAMPLE PHOTO).
COLOR : BLUE/BLACK/SILVER.
STYLE/ITEM NO. : SPK-076/EXTREME-RC.
MATERIAL COMPONENT : PC.
TEST PART : BLACK/SILVER PLASTIC FRAME.
BUYER : SLP ENTERPRISES LLC.
TESTING DATE : 2006/05/24 TO 2006/05/30.
SAMPLE RECEIVED : 2006/05/24.

WE HAVE TESTED THE SAMPLE(S) SUBMITTED AS REQUESTED AND THE FOLLOWING RESULTS WERE

OBTAINED.

TEST ITEM(S) UNIT METHOD MDL SPEC. | RESULT [ CONCL.
HEAVY METAL (EN-71 PART 3) -— — — — — —
CHROMIUM ppm EN71 PART 3 1 <60.0 n.d. PASS
MERCURY ppm EN71 PART 3 2 <60.0 nd. PASS
BARIUM ppm EN71 PART 3 1 <1000 nd. PASS
SELENIUM ppm EN71 PART 3 2 <500 n.d. PASS
ANTIMONY ppm EN71 PART 3 2 <60.0 n.d. PASS
CADMIUM ppm EN71 PART 3 1 <75.0 n.d. PASS
ARSENIC ppm EN71 PART 3 1 <25.0 n.d. PASS
LEAD ppm EN71 PART 3 1 <80.0 n.d. PASS

NOTE 1 : n.d. = not detected.

NOTE 2 : MDL = METHOD DETECTION LIMIT.
NOTE 3 : ANY UNAUTHORIZED ALTERATION, FORGERY OR FALSIFICATION OF THE CONTENT OR
APPEARANCE OF THIS REPORT IS UNLAWFUL AND OFFENDERS MAY BE PROSECUTED TC

THE FULLEST EXTENT OF THE LAW.

This Test Report is issued

the Cnmpan¥ subject to its General Conditions of Service printed overl
and Jurisdictional Issues defined therein. The resuits shown in this test report refer only to the sam.ple(s
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<END>

/R(halé’ﬁuﬂ/ Supervisor
Signed for and on behalf of
SGS Taiwan Limited
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nless otherwise stated. This cannot be
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